Paper on self-oscillating biomimetic gels

Q. What are the wavelengths of excitation and emission of the calcium observed in the florescent agent and florescent microscope?

A. 339nm excitation and 492nm emission

Q. Chelation of the 2+ calcium cation occurs in this experiment.  Ca2+ and MEP are responsible for swelling and de-swelling in poly NIPAAm-co-MEP gel.  Which one is responsible for de-swelling and which one for swelling?

A.  The Ca2+ ion is responsible for de-swelling.

      The MEP is responsible for swelling.  

Q.  What is the goal of these experiments?

A.   To create artificial muscles.

